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Our suggestions for the use of the products correspond to our present knowledge. They do not release the purchaser in any way 
whatsoever from the responsibility of carrying out their own tests to establish the suitability of the products supplied in relation to the 
results that are to be obtained. The usage methods of the products are not within our control and therefore become the complete re-
sponsibility of the purchaser. We guarantee the quality of our products in respect of the general sales and supply terms and conditions.

ACRYFILL COUMPOUND FT

CHEMICAL COMPOSITION

Polymer in watery emulsion and filler finely dispersed

PROPERTIES

ACRYFILL COUMPOUND FT is used for the finishing of articles em-
bossed on buffed leathers and full grain.
ACRYFILL COUMPOUND FT, added in the bottoming, allows to 
reach very high percentage of pigments, improving the cover, main-
taining optimum characteristics of the finishing.
We suggest to try the right relation with the pigment making preli-
minary tests. 

Appearance:      milky liquid

pH in solution at 10%:        7,5 - 8,5

Ionic charge:  anionic

CHARACTERISTICS


